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CERTIFICATE OF ANALYSIS

: Coconut Shell Charcoal Briquette
: Hexagonal, (2.1 x 4.8)
: PT. Shubra International Group
JI Pangeran Antasari, RT.002 /RW.001,
Blok Kragilan, Ds. Marikangen, Kec. Plumbon,

Description
Type of Sample
Manufacturer / Shipper

Sample Weight
Date of Sampling
Location of Sampling

Date of Analysis

Cirebon, Jawa Barat, Indonesia

: 3.00 Kgs
: January 26", 2024
: JI Pangeran Antasari, RT.002 /RW.001,

Blok Kragilan, Ds. Marikangen, Kec. Plumbon,
Cirebon, Jawa Barat, Indonesia

: January 28%, 2024

Invoice No. + INV-003/01/SIG/SANTOS/2024
Booking No. + EBKG07819439

Gross Weight : 26,500 Kgs

Sampling

Samples were taken and prepared in accordance with SNI 19-0428-1998.

Analysis

Analysis were performed at PT Carsurin Cikarang Laboratory (accreditation by KAN / National
Accreditation Committe — Indonesia for ISO 17025:2017 Cert No. LP-415-IDN) in accordance

with ASTM Standard. The results of our analysis are as follows:

Parameter Unit Wet Basiiesmtsuw Basis Method
Groog | B | 0SB | - @ Gvae i
Ash Content Pct 2 64 2.79 {REAS;;‘IRE&?EE}EEU
Volatile Matter Pt 14.46 15.27 {RE‘EFTS"R{?&EEE&%‘EH
Fixed Carbon Pct 77.62 81.94 By Calculation

This certificate refers solely to the analysis in accordance with the details described herein

and does not certify any other matter, and is issued without prejudice.

Jakarta, January 29", 2024
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